Thermal Stress Test Report

QUALITY ASSURANCE DEPARTMENT

P OF
Customer Date
Customer P/N Date code
Project P/N Qty
Applicable Documents IPC—SD—320B
Test Conditions : Temp: 288C =+ 57T
Time : 10 Sec + 1 Sec
NO. Inspection  Details Findings Result
1 Delamination
2 Conductor Crack
3 Soldermask Peel off
4 Blow Hole
5 /
6 /
7 /
Failure Q'ty Major
Minor
Comment [] Acc [ ] Rej

Prepared By :

Approved By :

QA-020-07B




